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Chemical Al203 99.8
Composition Na2O 0.02
Fe203 0.02
Si02 0.02
MgO 0.05
H20 0.1
L.O.1 0.1
Mean Particle Size (0) 0.15
Packed Bulk Density(g/cn) 0.8
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